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Wearing | Wearing | Binder Base | Shoulder
1N Course | Course | Course | Course
9.5uu. | 12.5 4.
Blows 75 75 75 75 50
Stability Min N| 6672 6672 6672 6672 6672
(Ib)] (1500) | (1500) | (1500) | (1500) | (1500)
Flow 0.25mm (0.0lin) 8-16 8-16 8-16 8-16 8-16
Percent Air Voids 3-6 3-6 3-6 3-6 3-5
Percent Voids in Mineral Aggregate
(VMA) Min 15 14 13 12 14
Stability /Flow
N/0.25mm Min| 556 556 556 556 556
(16/0.01in) Min{ (125) (125) (125) (125) (125)
Percent Strength Index Min 75 75 75 75 75
HUIUNS MINAABINIA  Percent Strength Index 193% Ontario Vacuum Immersion
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1)  Grading analysis of aggregate and filler.

2)  Flakiness and Elongation Index of coarse aggregates.

3)  Sand Equivalent of aggregates.

4)  Bulk specific gravity of aggregates.

5)  Compacted density of mix (Marshall Density)

6)  Marshall Stability and Flow.

7)  Strength Index.

8)  Density of compacted asphalt concrete.

9)  Asphalt extraction.

10)  Asphalt Penetration.
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